
Peak position and Raman intensity

C14H10O4 benzoyl peroxide(BPO)

Date Dec 12 2006
Operator H.F.
Equipment ALMEGA (Thermo Fisher SCIENTIFIC)
Laser 532 nm, 25 mW
Resolution 6.5 – 10.5 cm-1
Sample solid powder
Method micro (x50)
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